
Element in PPM Base Limit Limit # 1 Limit # 2 Limit # 3

Antimony (Sb) 120 180 270 405

Arsenic (As) 90 135 203 304

Bromine (Br) 7,500 11,250 16,875 25,313

Cadmium (Cd) 24 36 54 81

Chromium (Cr) 300 450 675 1,013

Copper (Cu) 1,500 2,250 3,375 5,063

Fluorine (F) 7,500 17,500 27,500 37,500

Iodine (I) 7,500 11,250 16,875 25,313

Lead (Pb) 600 900 1,350 2,025

Lithium (Li) 7,500 11,250 16,875 25,313

Mercury (Hg) 5 7 10 15

Molybdenum (Mo) 600 900 1,350 2,025

Nickel (Ni) 300 450 675 1,013

Potassium (K) 7,500 11,250 16,875 25,313

Selenium (Se) 12 18 27 41

Sodium (Na) 7,500 11,250 16,875 25,313

Sulfur (S) 17,000 25,500 38,250 57,375

Titanium (Ti) 3,000 4,500 6,750 10,125

Vanadium (V) 1,200 1,800 2,700 4,050

Zinc (Zn) 1,800 2,700 4,050 6,075

Limit # 2 = surcharge of $ 0.030/pound

Limit # 3 = surcharge of $ 0.045/pound

Material exceeding Limit # 3 will be invoice on case by case basis

Base Limit = No surcharge

Limit # 1 = surcharge of $ 0.015/pound
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